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SUBMITTED TO:
Joan Kessner
Washington Closure.Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCEDATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

J15HV4 through Jl5HWO
Not Available
337B Building
Bulk
EPA-600/R-93/116
07-A-4919
07-28496 through 07-28502
8/31/07
9/10/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe
Analyst

Amia-Marie Ristich
Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE
4388 OLENDALE4LIFORD ROAD
CINCINN-ATI, FAO 45242-34706
513 733-4338. FAX 513 733-547

IWEST COAST OFFICE
11 SANTA ORMA COURT
NOVATO. CALIFORNIA 94045
ODD 20D-8071. FAX 415 8034468
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9/10/07

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 337B Building

Set ID: 07-A-4919

Client Sample ID: J15HV4 JISHV5 J15HV6 J15HV7 JI5HV8
DCL Sample ID: 07-28496 07-28497 07-28498 07-28499 07-28500
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: Pwdry/Fbrs Pwdry/Fbrs Fibrous Fbrs/Pwdry Pwdry/Fbrs
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >20 30 >20! 30 Trace >40 50 >20 ! 30
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >20 30 >20 30 Trace >40 50 >20 30
Other Materials
% Cellulose:
% Fiberglass: >70 5 80
% Other Fibers: >5.! 10

% Resin/Binder:
% Non Fibrous: >60 70 >60 70 >10 - 20 >30r 400 >605 70

ND=NoneDetected Trace=<%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 337B Building

Set ID: 07-A-4919

Client Sample ID: JISHV9 JISHWO
DCL Sample ID: 07-28501 07-28502
Macroscopic Examination
Accepted/Rejected: Accepted Accepted
Homogeneity: Homog. Homog.
Color: Grey Grey
Texture: Pwdry/Fbrs Crmby/Fbrs
Description: Material Material
Analysis: PLM PLM
Asbestiform Minerals
% Chrysotile: >20 S 30
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >20S30 ND
Other Materials
% Cellulose: >5!9 10
% Fiberglass: >20 930
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >60 70 >50 .560

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in am percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-326 hue I of 2
Collector ComnaEv Contact Telenhone No. Proiect Coordinator

Tim Lee Tim Lee 627-8639 KESSNE,JH Price Code 9K DataTurnroud

Proiect Designation Samplie Location SAF No. 7 Days
300 Arc D&D Waste Clwaacterization Sampling - Other Soli 337B Building RC-040

Ice Chest No g -. Field Lotlock No. COA Method of Sim t
O;X_______ _ EL-1603-2 See below Federal Expess

Shined To Offsite Property No, Bill of Ladine/Air Bill No.
DsaChcm Laboratories - Cincnnt_ See OSPC

POSSIBLE &4MPLE HAZARDSREMARKS
AsbestosPreservatIon

Special Handling and/or Storage Type of Container (341

No. of Container(s)

Volume £1

SAMPLE ANALYSIS

Sample Noe Mati * Sanple De Sample True

J15HV4 OTHER SOLID - * 2
J15HV5 OTHER SOUD * 2'- o/'
J1SHV7 OTHERSOLID )? 2 -c- - -
J15HV7 12e 9 OTHERSOLID j)j -67 u_4
J15HV8 OTHER SOUD 2..

CHAIN OF POSSESSION Sign/Prit Names SPECIAL INSTRUCITIONS Matrix
r wnsed ByRanord From s De/Tun Recvd By/Stored In DIerTune Laboratory Analysis. Dau, Management, and ShippioQA - RD4MXX2FOO

A .- - . A-7 ;-y .. .2 SamplingCOA-R327001451
ByRcmoved Fron Date/finef Recoied /SDR /edvedySeedt Date/me 372lCuiA - -$ a ampler fluom

-dl if)cm SSIWi 1Q*ItedO~oel

= 903007 " i on 0 for
Dwttime ReceivedBy/StmedIn DwavlOAJen T-e

liaquisbed ByRemovwd Fota Daorime Recelved ByiSaored iC DaMlaino w-

Relinquished By'Ronwd Front Date/ane ved By/Stood I Date/iume

LABORATORY RWHe-By Tde DE0T1
SECTION 

I/le -"
FINAL SAMPLE DwipmalivMethod Disrsd B ZeIlm
DISPOSITON

WCH-EE-011I



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-326 Pap 2 or I
Collector Comonnv Contact Telephone No. Prolect Coordinat1rTim Lee Tim Lee 627-8639 KESSNER, JH Price Code 9K Data Turnroud
Proiect Desitnation Sampline Location SAF No. 7 Days300 Area D&D Waste Characterization Sampling -Other Sol 337f Building RC-040
Ice Chest No. Fid lLogbook No. COA Method of Shiv aItpX 4o 67 EL-1603-2 See below Federal Express _ _ _ _ _ _ _ _

Shinned Offsite Proeriy No. Bill of Ladlax/ir Bill No.DataChemn Laboratories - Cincinnati 4 7 9 ?Seop
POSSIBLE SAMPLE IHAZARDS/REMARKS -

Asbestos .-AsbestosPreservation

Special Handling and/or Storage Type ofContainer -II

No. of Container(s)

Volume 5g

BLK-EPA
SAMPLEANALYSIS

Same No. Matrix * Sample Dan Sample Tme
J15HV9 7 OTHER SCUD " 3 .( - -X

CHAIN OF POSSESSION Sign/Print Nurses SPEC I ISTRUCTIO Mt
RDate/Tmed By/Stord In are LAboratory Analyss. Dan Manarment. and Shippin COA -RD4MXX2F00-n , as r2 -,., r SamplIng COA-R3I700 451

Reiq hdyRmvdFn Darafmat Receivaed b p~ 4soopla uuavmjw, Wle sugum
-- :, ed Frp "PL from 3729 Ref#9-,0

Re is Rto uho Date/lime sh-iW Dp 0ime sh*ppig 0, A-"
Relinquished Iy.Rwf m , Dataffime- e.n~yScri Daedime T

RelinquissedBy Rexo%,d Fmm Dxtefri= ved By/Sund I Daterma

Relinquished By/Rmnvtd FroM Dxt&Tfm itived ByiSevsed In DW&Tmfn

LABORATORY ReceivedBy Title Dawan
SECTION

FINAL SAMPLE DiPOW Methbd DisposaldBy Date/1'ans
DISPOSITION
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